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MUAYENE VE DENEY RAPORU i
TEST REPORT
Deneyi Talep Eden :  MAVIBETON YAPI ELEMANLARI SAN. TIiC. LTD. STI

(Ad1, Adresi, Sehir vb.)

(MAVIBETON YAPI ELEMANLARI SAN. TiC. LTD. STi: AYDINLI MAH.

Chevlamerspawesbren 245 80) {STANBUL AYOSB. 4 SK. NO:4/1 Tuzla-ISTANBUL)

Deney Talep Tarihi/No * 09.10.2017 /191419
Order Date / No
Numunenin Tanimi +  PREKAST BETON CEPHE PANELI, MAVI BETON, ,-,-,5.00 adet

(Cins, Marka, Tip, Tiir, Model vb.)

Sample Description(Type.Mark Model etc,)

Numune Kabul Tarihi
Test Item Receipt Date

16.09.2017

Deneylerin Yapildif Tarih
Date of Test

Uygulanan Standard / Metod

09.10.2017 - 15.01.2018

TS EN ISO 12572:2016-12 Binalarda Kullamlan Malzemelerin ve Mamullerin Ist ve
Rutubet {ligkisine Ait Performansi - Su Buhar fletim Ozelliklerinin Tayini - Kap Yontemi
Applied Standard/Method
Raporun Sayfa Sayisi
Number of pages of the report
Agiklamalar :
Remarks

2

Yukanda tamimlanan numune igin laboratuvarimizda yapilan muayene ve deneylerden elde edilen sonuglar miiteakip sayfalarda
verilmistir.
The testing and /or measurement results are given on the following pages which are part of this report.

Bu rapor 6zel deney talebine istinaden diizenlenmis olup, Standartlara Uygunluk Belgesi niteliginde degildir. Partiyi temsil
etmez, ayrica ilan, reklam ve ihalelerde uygunluk belgesi niteliginde kullamlamaz.

This test report was prepared upon customer’s request, can not be used as certificate of conformity to standards, does not
represent a batch and can not be used as conformity document for advertisements and procurements .

Mﬁhﬁr. : "'Tarih Deney Sorumlusu Kontrol Eden Onaylayan

Seal Date, Person in charge of tests Reviewer Approved by
s ’]6;0’120‘8( Sean} (VEN " Metehan CALIS
- S Teknik Sef Laboratuvar Miidiirii

Bu rapor, hazirlayan laboratuvann yazili izni olmadan kismen kopyalamip ogaltilamaz, imzasiz ve miihiirsiiz raporlar gegersizdir,

Bu rapor, sadece deneyi yapilan numune igin gegerlidir ve “Uriin Belgesi” yerine gegmez.

This test report shall not be reproduced other than in full except with the written permission of the laboratory. Test reports without signatire and seal are not valid,
This test report represents only tested sample(s), and shall not be used as Product Certificate

LAB-D-FR-36/01.09.2016-1 1/2
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MUAYENE - DENEY SONUCLARI TEST RESULTS 01-18
Talep No 191419
Numune No : 363895
Marka : ‘“*Mavi Beton™’

Uriin Kodu
Uriin Tanm
inceleme Tiirii

o 6l S

: “‘Prekast Beton Cephe Paneli”’
: Ozel Inceleme

TS EN IS0 12572:2016 Binalarda kullanilan malzemelerin ve mamullerin 1s1 ve rutubet iliskisine
ait performansi - Su buhar iletim 6zelliklerinin tayini - Kap yontemi

| Deneyin Tamamlanma Tarihi:15.01.201 8|

UYGUNLUK DEGERLENDIRME

Uretici Tarafindan
Beyan Edilen

Mamul Standard: Tarafindan

Bulunan Ortalama Deger,
Su Buhari Difiizyon Direnci Uygunluk Durumu

istenilen (p) Faktorii,
: ]

- 122,4 -

Gergeklestirilen Deneye Ait Dataylar

Ozellik S‘::'b SONUCLAR Birim
Numune No - 1 2 3 4 5 ~
Kiitle Degigim Hiz: Gort=| 1,04E-09 | 1,16E-09 | 1,27E-09 | 1,04E-09 | 1,16E-09 |kg/s
Numune Kalmligi d=| 1,71E-02 | 1,70E-02 | 1,65E-02 | 1,67E-02 | 1,70E-02 |m
Su Buhan Akis Yogunlugu ot ) ) . ] )
(S Buhan etim Debisi) g=| 1,04E-07 | 1,19E-07 | 1,27E-07 | 1,06E-07 | 1,18E-07 |kg/(m2.s)
Deney Numunesi Boyunca i
B3l Blaminci Badk A, 1210 1210 1210 1210 1210 |Pa
Su Buhari Gegisi W=| 8,61E-11 | 9,86E-11 | 1,05E-10 | 8,78E-11 | 9,76E-11 |kg/(m?s.Pa)
Su Buhari Direnci 7Z=| 1,16E+10 | 1,01E+10 | 9,50E+09 | 1,14E+10 | 1,02E+10 |m*s.Pa/kg
Su Buhan Gegirgenligi 6=| 1,47E-12 | 1,68E-12 | 1,74E-12 | 1,47E-12 | 1,66E-12 [kg/(m.s.Pa)
Havenn S WA 8,=| 1,95E-10 | 1,05E-10 | 1,95E-10 | 1,95E-10 | 1,95E-10 |kg/(m.s.Pa)
ecirgenligi
Su Buhar Difiizyon ]
Direnc Faktrii p=| 132,58 116,36 112,29 133,06 117,50 |-
Su Buharn Diftizyonu
Esdeger Hava Tabakas! S¢= 2,27 1,98 1,85 2,22 2,00 m
Kalinhgi
Bor= 122,4 "
Sdor= 2.1 m

Deney Sartari = 23 °C - 50/93 RH (Deney Takimi C);Deney diizeneginin dis ortamu (23 + 0,5) °C sicaklik ve % (50 = 3)
bagil nem , i¢ ortam (23 + 0,5) °C sicaklik ve % (93 + 3) bagil nem (Sulu ¢bzelti Amonyum dihidrojen fosfat
(NH4H2PO4)) seklindedir. WY T Y
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Deney raporu sonu.
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